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Abstract Using the energy minimization calculations
based on an interfacial potential and a first-principles total
energy method, respectively, we show that (2 x 2)/(3 x 3)
Pb/Cu(111) system is a stable structure among all the
[m — 1) x (n — 1)/(n x n) Pb/Cu(111) (n = 2, 3,..., 12)
structures. The electronic structure calculations indicate
that self-organized ordered Pb semi-clusters arrays are
formed on the first Pb monolayer of (2 x 2)/(3 x 3) Pb/
Cu(111), which is due to a strain-release effect induced by
the inherent misfits. The Pb semi-clusters structure can
generate selective adsorption of atoms of semiconductor
materials (e.g., Ge) around the semi-clusters, therefore, can
be used as a template for the growth of nanoscale structures
with a very short periodic length (7.67 A).
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Introduction

The microelectronics industries have refined the fabrication
methods to make ever smaller devices, but these methods
will soon reach their fundamental limits. A promising
alternative way for the fabrication of nanometer functional
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systems is to grow self-organized atoms and molecules on
well-defined surface templates with periodic structures.
This idea is of great interest not only for its promising
applications in technology but also for a fundamental study
[1-7]. When the mechanisms controlling the self-organized
phenomena are fully disclosed, the self-organized growth
processes can be steered to create a wide range of surface
nanostructures from metallic, semiconducting and molec-
ular materials. Theoretically, the energetic driving forces
for self-organization have been explained by various
mechanisms, such as overlapping electric [8], magnetic [9],
and bulk elastic strain fields [10, 11]. However, many of
these systems are too complex to predict a new self-orga-
nized structure with sufficient accuracy. Besides, as far as
we know, there are only a few first-principles studies on the
self-organization template because the experimentally
observed super cells are too large to perform such a time-
consuming calculation, such as Cu bilayer on Pt(111) and
Ag bilayer on Pt(111) with (25 x 25) super cells [2].
Recently, the ordered arrays of clusters on metallic sub-
strate are reported experimentally [12, 13]. As the substrate
of the ordered clusters, the self-organized template plays a
vital role in the growth process of the ordered clusters
arrays. Indeed, the detail properties of these self-organi-
zation phenomena need thoroughly theoretical research,
such as the structure property of the first adsorbing layer
under the second layer in metal-bilayer/metal(111) system,
because they cannot be observed directly in experiment.
Our previous works focused on the behavior of identical
metallic clusters arrays on the clean metallic or clean
semiconductor substrate [3, 4]. Now, we turn to the self-
organized metallic substrate with metal-bilayer/metal(111)
structure, which can be used as a template.

In this paper, we apply two methods to perform
energy minimization respectively on a series of complex
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Pb/Cu(111) interfaces with [(n — 1) x (n — 1))/(n x n)
(n = 2,3,..., 12) super cells to search a stable template and
study its atomic and electronic structures. The two methods
are molecular dynamics (MD) method based on Chen—
Mbbius inversion interfacial potential [14—18] and self-
consistent first-principles method. Some experiments
described a method to create almost monodisperse, equally
spaced nanostructures through the self-organization of a
fcc metal film on fcc metal (111) substrates with a periodic
strain-relief template [2]. The nanostructures are stable,
which are partly due to that the fcc metal (111) surface is a
very stable surface with a very low surface energy [19].
Recently, there are increasing experiments studying the
system of Pb atoms deposited on Cu(111) surface using the
low-energy electron microscope (LEEM) and the scanning
tunneling microscopy (STM) [20]. But as far as we know,
very little theoretical study has been performed on the
structure of Pb bilayer on Cu(l11) surface. The lattice
constant misfit ratio (37.1%) between Pb and Cu is very
large, so the achievable periodicity of the Pb/Cu(111)
template can be very short, if the system is stable. Thus, it
will be easy to perform further theoretical study on the
stable template with a very high density periodic structure,
which may reveal important information for potential
applications, e.g. in the high-density memory, catalysis or
developing nanostructured device technology. In this
paper, we identify a stable template of Pb bilayer on
Cu(111) surface with a periodic nanometer structure and
reveal the atomic and electronic structure properties of the
template.

Calculation Method

In order to study the stability of the Pb/Cu(111) interface
structures with misfit, the proper interfacial potentials are
developed with Chen—-Mobius lattice inversion method
[14-18], and then the potentials are applied to relax the
interface structures with energy minimization method in
Cerius2 software package. The interface structures are
modeled in super cells of [(n — 1) x (n — 1)]/(n x n) Pb/
Cu(111) (n = 2, 3,..., 12) to take the misfit into account.
The (n — 1) x (n — 1) indicates the lateral super cell size
of the Pb bilayer, and the (n x n) is for the super cell of
Cu(111) substrate. The periodic length of the stable Pb/
Cu(111) system is expected to be around the lease common
multiple of the lattice constants of Pb and Cu. The [(n — 1)
x (n — 1)]/(n x n) super cells with the increasing value of
n will be easy to meet the lease common multiple
condition.

The Cu(111) surface is modeled by repeated slabs with
five Cu layers separated by a vacuum region equivalent to
twelve Cu layers. Each metal layer in the super cell

contains n x n Cu atoms that form a (n x n) surface cell.
Two Pb bilayers are adsorbed symmetrically on both sides
of the Cu slab. Such a super cell can well simulate the
system of Pb bilayer on the Cu(111) surface, including a
good description of the interaction between the two sides of
the interface. All the Cu atoms are initially located at their
bulk positions with the equilibrium lattice constant 3.61 A.
Upon Pb bilayer adsorptions, all the atoms in the unit cell
except for the central Cu layer are fully relaxed. The Pb
atoms in the Pb bilayer are also initially located at their
bulk positions with the equilibrium lattice constant 4.95 A.
The same super cell models are used for the following first-
principles calculations.

Then, for the stable structures that are found with energy
minimization method based on the interfacial potentials,
the first-principles calculations are carried out on these
stable structures, which is based on a density functional
theory implemented in a projector augmented wave (PAW)
representation [21-23]. The exchange—correlation effect is
treated with the generalized gradient approximation (GGA)
[24, 25].The plane wave kinetic energy cutoff employed is
2573 Ry, and the Monkhorst-Park k-point mesh is
2 x 2 x 1 [26]. The total energy convergences with
respect to the energy cutoff and the number of k points
have been tested. Optimizations of the atomic structures
are done by the conjugate-gradient technique, using the
calculated Hellmann—Feynman forces as guidance [27]. All
the atomic geometries are fully relaxed, except the fixed
center Cu layer, till the forces on all relaxed atoms are less
than 0.01 eV/A.

Results and Discussions

The interface system is totally different from bulk system,
and then the potentials for bulk system are not applicable
for the interfacial system. It is necessary to develop proper
potentials for the interfacial system. The interaction
potential ®¢,_py, is extracted from first-principles cohesive
energies, using the Chen—Mobius inversion method [14,
15]. The potentials ®c,_c, and Ppy,_p;, are extracted using
the method in [18]. All the three potentials are expressed in
the form of Rahman-Stillinger—Lemberg function:

. .\’(1—ﬁ) a a)
©® = Dye + T o= + 14 o)
as
+ 1 + ebs(r=c3)’ (1)

The values of the parameters for the interaction
potentials D¢y py, Pcy_cy and Pp,_p, are shown in
Table 1. Using these potentials, the lattice constants of
bulk Cu and Pb are calculated, respectively ,to be 3.61 and
4.95 A which consist well with the values of 3.61 A in
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Table 1 The parameters of ®c,_py, Pcy_cy and Ppy_py, for the Pb bilayer/Cu(111) structure

Pb/Cu(111) Dy (eV) Ry (A) ay eV) b (A™YH

o (A)

a V)  bhh(ATH) o@) aEV) b(ATh) e (A)

53.04 1.00 1.74
626.96 1.00 0.50
370.36 1.00 1.02

(DC u—Pb
(I)C u—Cu

(DPb—Pb

4542  8.56 0.01
4082.02 3.42 0.73
4082.02  2.64 1.09

—495 1.56 2.21
—476.68  0.50 1.62
—476.68 1.05 1.02

—-2.62  2.88 2.34
—669.59 1.00 1.04
—669.59 133 0.17

Ref. [28] and 4.949 A in Ref. [29]. These results indicate
that the interaction potentials ®cy_c, and Opp_p, are
accurate to describe the interatomic interactions of Cu
and Pb, respectively. Figure 1 shows the average energies
per atom for the [(n — 1) x (n — 1)]/(n x n) Pb/Cu(111)
(n = 2, 3,..., 12) structures, which are calculated using the
energy minimization calculation based on the interfacial
potential. The average energy means that the total energy
of each relaxed structure is divided by the total number of
atoms in the same structure. When n varies from 5 to 12,
the Pb bilayer does not remain in the bilayer structure but
reorganize into three or even more layers and become
disordered due to the increasing misfit strain. Therefore,
these n > 5 structures cannot be used as stable templates to
support ordered arrays of atoms or clusters. However, when
n < 5, the relaxed structures retain the well-ordered two Pb
layers on the Cu(111) substrate. These facts mean that
n=>5 (ie. 4 x 4/5 x 5) is a critical case. When n = 4
(i.e. 3 x 3/4 x 4), each layer of the Pb bilayer completely
covers the Cu surface at 0.56 ML (here, 1 ML is defined as
one Pb atom per surface Cu atom) with the lattice constant
close to 4/3 that of the Cu. This result is consistent well
with the experimental data [20]. The average energy of the
n = 3 is slightly lower than that of n = 4, so the (2 x 2)/
(3 x 3) Pb bilayer/Cu (111) is more stable than the
structure of n = 4, while both structures of n = 4 and
n = 3 are stable. When n = 2, the Pb surface cell will be
1 x 1, it is not suitable to be used as a template for
selective adsorptions of atoms or clusters.

Now, we carry out a comprehensive study on the atomic
and electronic properties of the stable (2 x 2)/(3 x 3) and
(3 x 3)/(4 x 4) Pb/Cu(111) structures with first-principles
calculations. For the (2 x 2)/(3 x 3) structure, Fig. 2a
shows the top view of the fully relaxed structure. In each
super cell (marked with the green bigger parallelogram),
the four Pb atoms of the second Pb layer form a relatively
close packed semi-cluster structure. Here, we define the
semi-cluster as a kind of structure exhibiting the cluster
character only in 2-D plane (in the (111) surface plane for
this paper). The ordered semi-clusters divide the surface
into two kinds of areas. One is the area within semi-cluster;
the other is the area between neighboring semi-clusters.
The two areas have different character, which will lead to
selective adsorption for atoms or clusters. For the second
Pb layer, the nearest distance of the Pb atoms is 3.60 A (but
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Fig. 1 The average energies for the [(n — 1) x (n — 1)]/(n x n) Pb
bilayer/Cu(111) (n = 2,3,..., 12) structures. The dark (big) and red
(small) balls are for Pb and Cu atoms, respectively

3.75 A for the first Pb layer) that is shorter than that of
4.06 A (3.90 A) between neighboring semi-clusters by
0.46 A (0.15 A). The semi-cluster is induced by misfit
strains between the Pb and Cu atoms at the interface. This
fact indicates that within the semi-cluster, the Pb atoms are
closer and have stronger interaction than that between the
neighboring semi-clusters. Figure 2b shows the relative
sites of all Pb and Cu atoms. These atoms in (2 x 2)/
(3 x 3) Pb/Cu(111) structure are shifted into one Cu(111)
(1 x 1) surface cell, but retain their relative positions. The
“A”, “B” and “C” points denote the Cu atoms in the
central, upper and top Cu layers of the slab respectively,
which are the standard fcc sites. One of the blue triangles
that correspond to the first Pb layer locates at the upper
corner that is equivalent to “A” site that belongs to fcc site
relative to the top Cu layer. The other one blue triangle is
near the “C” site. Another two blue triangles are near the
borderline to form the transition area that can release the
misfit strains. These facts indicate: (1) there is a strong
interaction between the first Pb layer and the Cu substrate,
which shortens the distance between the neighboring Pb
semi-clusters in the first Pb layer; (2) the interaction
between the Cu substrate and the first Pb layer is different
from the interaction between the first and second Pb layers.
Finally, these different interactions arrange the atoms in
first Pb layer in a balance state.
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Fig. 2 a Top view of the
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Fig. 3 a Top view of the relaxed (3 x 3)/(4 x 4) Pb/Cu(111)
structure, and the green parallelogram indicates one super cell.
b The relative positions of Pb and Cu atoms in Cu(111) 1 x 1 surface
cell for the same structure as (a). The black dot, blue triangle and red

Figure 3a shows the top view of the fully relaxed
structure of the (3 x 3)/(4 x 4) Pb/Cu(111) structure.
Contrast to the (2 x 2)/(3 x 3) Pb/Cu(111) structure, the
fcc area and hcp area for the first Pb layer in (3 x 3)/
(4 x 4) structure can be clearly seen in Fig. 3a. In this
case, the fcc and hcp sites mean that the Pb atom of the first
layer locates near the hollow site of the regular and
inverted triangles made by three Cu surface atoms,
respectively. There is a very clear borderline (green
dashed) between the fcc and hcp areas. The three Pb atoms
on the straight borderline locate near the bridge sites of the
Cu(111) surface, and these three Pb atoms form the tran-
sition area between the fcc and hcp areas to release the
misfit strains at the interface. Compared with the (2 x 2)/
(3 x 3) Pb/Cu(111) structures, the separation of the Pb
atoms in the first layer are almost equal (around
3.41 £ 0.04 A) in the (3 x 3)/(4 x 4) Pb/Cu(111) struc-
ture of Fig. 3a, which can be seen clearly in Fig. 3b. For
the second Pb layer, the configuration of these Pb atoms is
similar to those in the first Pb layer. Because the differ-
ences in the inter-atomic distances for the Pb atoms in
second Pb layer are small (less than 0.1 /nk), the surface of
the Pb bilayer can be regarded as the clean Pb(111) surface
in some degree for the adsorption atoms. This fact is due to

square are for the atoms of Cu substrate, first Pb layer and second Pb
layer, respectively. The distances (A) between some Pb atoms are also
shown

that the Pb atoms fully cover the Cu(111) surface and then
they are closely packed. In other words, for the new
adsorption atoms, Pb atoms in the second layer are almost
identical. As a result, each hollow site in the Pb second
layer will have equal chance to hold the deposited atoms,
and the same thing would happen to each top and bridge
site. Hence, the (3 x 3)/(4 x 4) Pb/Cu(111) structure is
not a suitable candidate to be used as a template.

Figure 4 shows the differences of electron charge den-
sities for the (2 x 2)/(3 x 3) Pb/Cu(111) structure, in order
to see the nature of interaction between the Pb bilayer and
the Cu(111) substrate, and the interaction between Pb atoms
in Pb bilayer. The difference of electron charge density
helps to visualize the characteristics of bonding and is
defined as the differences between the Pb/Cu(111) structure
and the superposition of atomic electron charge densi-
ties, i.e., Ap;(F) = p(Pb/Cu(111)) = 3, pyom (F— K,.). In
Fig. 4a, there are obvious covalent bondings between Pb
atoms in first Pb layer and the Cu atoms at Cu(111) surface,
which indicate the strong interactions between them. In the
second Pb layer, there are alternatively high and zero
electronic charge density areas between Pb atoms. Such a
picture reveals that the direct interactions between these Pb
atoms are alternatively strong and weak. Figure 4b shows a
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Fig. 4 a Ap,(7) for the (2 x 2)/(3 x 3) Pb/Cu(111) structure, and
the plotted plane is vertical to the Cu(111) surface and along the
longer diagonal of the parallelogram pattern (in Fig. 2a); b the same
as a, but the plotted plane is parallel to the Cu(111) surface and

very clear picture of the difference of the electron charge
density in the second Pb layer. Each Pb semi-cluster (shown
as a parallelogram in Fig. 4b) forms the area with a high
charge density and is surrounded by the zero charge density
area. The semi-clusters are separated by the dipole repul-
sion caused by elastic interactions due to the strain-relief of
the lattice misfit in the interface. The atoms that will be
deposited on the surface of (2 x 2)/(3 x 3) Pb/Cu(111)
structure will have different interactions with the two dif-
ferent areas. Such mechanisms will help to realize the
selective adsorption of atoms on the surface of Pb bilayer/
Cu(111). So the periodic (2 x 2)/(3 x 3) Pb/Cu(111)
structure will be a promising candidate for new self-orga-
nized template. Furthermore, the periodic length of this
(2 x 2)/(3 x 3) Pb bilayer/Cu(111) structure is 7.67 A,
which is very short for self-organized template. Therefore,
this structure may be a unique template for growing ordered
quantum dots with a very high density.

As for the (3 x 3)/(4 x 4) Pb/Cu(111) structure, the
differences of electron charge densities are shown in
Fig. 5. The alternatively high and zero electronic charge
density areas, which are found in (2 x 2)/(3 x 3) Pb/
Cu(111) structures, do not appear in (3 x 3)/(4 x 4)
structure. The electronic structures of Pb layers (shown in
Fig. 5a, b) are hardly affected by the Cu substrate, and
very similar to clean Pb (111) surface with (1 x 1)
periodical cell. The electron charge density areas between
neighboring Pb atoms along the Pb layer are almost same,
because the Pb atoms are close packed along the (111)
surface due to that the Pb over layer completely covers
the Cu(111) surface in the (3 x 3)/(4 x 4) structure. The
(3 x 3)/(4 x 4) Pb/Cu(111), which shows almost (1 x 1)
surface electronic structure, is not suitable to be used as a
template.

@ Springer

crossing the Pb atoms in the second layer. Solid lines (red area
indicates highest value) and dashed lines (blue area indicates lowest
value) correspond to Ap >0 and Ap < 0, respectively. The white
area corresponds to Ap = 0

As a test, we perform the first-principles calculations for
the Ge atom adsorption on the (2 x 2)/(3 x 3) Pb/Cu(111)
template. The structures with Ge atoms adsorbing on the
top and bridge sites of Pb bilayer are unstable. There are
eight possible hollow sites for adsorption within one sur-
face supercell of this stable template (Fig. 6a). The full
relaxations are performed on these eight adsorption sys-
tems respectively. In Fig. 6b, the total energies of eight
adsorption systems show that the sites S3 (representing the
site 3 in Fig. 6a), S4 and S6 have lower total energy than
the other sites. This fact implies that experimentally the Ge
atoms will prefer to adsorb on the S3, S4 and S6 sites.
Figure 6¢ shows that the binding energies of these three
adsorption sites on (2 x 2)/(3 x 3) Pb/Cu(111) are higher
than the other sites. The lower total energies and higher
binding energies of the S3, S4 and S6 adsorption sites will
realize the selective adsorption of Ge atoms on (2 x 2)/
(3 x 3) Pb/Cu(111). It confirms that the (2 x 2)/(3 x 3)
Pb/Cu(111) is a promising candidate to be used as a peri-
odic template to support ordered arrays of atoms. During an
actual deposition process, if one Ge atom lands on the S1,
S2, S5, S7 or S8, under a moderate temperature, the Ge
atom could get enough energy to overcome a diffuse bar-
rier and fall into the neighboring sites of lower total energy,
for instance transferring from S5 to S4 or S6. Furthermore,
it is necessary that the deposited Ge atoms should cover the
surface of (2 x 2)/(3 x 3) Pb/Cu(111) in a range from
0.11 to 0.33 ML. The right coverage of Ge atoms will
contribute to the realization of an ordered arrangement of
Ge atoms on the (2 x 2)/(3 x 3) Pb/Cu(111) surface.
Therefore, under an appropriate growth temperature and
with careful control of the deposition rate, the adsorption of
ordered Ge atoms on the surface of (2 x 2)/(3 x 3) Pb/
Cu(111) should be possible.
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(a)

® Pb
Cu

Fig. 5 a Ap,(7) for the (3 x 3)/(4 x 4) Pb/Cu(111) structure, and
the plotted plane is vertical to the Cu(111) surface and along the
longer diagonal of the parallelogram pattern (in Fig. 3a); b the same
as a, but the plotted plane is parallel to the Cu(111) surface and

Fig. 6 a The eight important
sites of Ge atom adsorption on
(2 x 2)/(3 x 3) Pb/Cu(111)
surface, and the green
parallelogram shows one super
cell; b the total energies and

¢ the binding energies of the
eight important adsorption
systems of Ge atom on
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crossing the Pb atoms in the second layer. Solid lines (red area
indicates highest value) and dashed lines (blue area indicates lowest
value) correspond to Ap >0 and Ap < 0, respectively. The white
area corresponds to Ap = 0
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Conclusions the (2 x 2)/(3 x 3) Pb bilayer/Cu(111) stable structure,

In summary, we find a stable periodic strain-relief template
by using energy minimizations with the MD calculations
and the self-consistent first-principles calculations. The
(2 x 2)/(3 x 3) and (3 x 3)/(4 x 4) Pb bilayer/Cu(111)
are stable structures among the [(n — 1) x (n — )]/
(n x n) Pb bilayer/Cu(111) (n = 2, 3,..., 12) structures,
which are calculated with MD simulations based on Chen—
Mobius inversion potential. However, first-principles cal-
culations show that the (3 x 3)/(4 x 4) Pb bilayer/Cu(111)
is fully covered by Pb atoms with almost (I x 1) atomic
and electronic structures on the surface of Pb bilayer, and
thus it is not suitable to be used as a periodic template. For

the ordered Pb semi-clusters are found to show a high-
density array on the first Pb atoms layer, and the high and
zero electron charge density areas periodically locate in the
second Pb layer. These different areas with different atomic
and electronic structure will lead to the selective adsorption
of atoms on the surface of (2 x 2)/(3 x 3) Pb bilayer/
Cu(111) structure. The further calculations on the eight
adsorptions sites of Ge atoms on (2 x 2)/(3 x 3) Pb
bilayer/Cu(111) structure also confirm this conclusion. Ge
atoms prefer to adsorb on the S3, S4 and S6 sites. This
stable periodic template can be realized under certain
experimental conditions. As a result, the strain-relief peri-
odic (2 x 2)/(3 x 3) Pb bilayer/Cu(111) structure is a

@ Springer



1026

Nanoscale Res Lett (2010) 5:1020-1026

promising candidate for the new self-organized template to
assemble ordered quantum dots on it with a very high
density, and may be one of the new platforms for studying
next-generation microelectronics. Our method may be
useful for the search of other stable templates for quantum
structure arrays, that is, superlattice of nanostructures with
size and period much smaller than the wavelength of an
electron.
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